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El Salvador, July 8 2016  

“PUBLIC VERSION” 

 

Mr. Joshua Teitelbaum, Chairman 

The Committee for the Implementation of Textile Agreements 

U.S. Department of Commerce 

Room 30003, Washington, D.C. 20230 

 

 

 

DOCUMENTS OF THE TEST RESULTS 

FILE # 202.2016.06.01.Yarn.ST&RforPolartec 

   

 

Dear Mr. Teitelbaum, 

 

 

CS Central America, S.A. de C.V. (CSCA) is presenting you the test results performed by 

Gaston College and Goulston Technologies, Inc. on the yarn samples provided. 

 

We, respectfully request that all information regarding the test results should be considered 

“BUSINESS CONFIDENTIAL”. 

 

Test Results performed: 

- Statimat Data (Elongation, Tenacity, Linear Density “Denier”) - Performed at Gaston 

College 

- Deniers of each Tested Cones individually - Performed at Gaston College 

- Interlace per meter - Performed at Gaston College 

- Boiling Water Shrinkage Results - Performed at Gaston College 

- OPU (Oil Pick Up) - Performed at Goulston Technologies, Inc.  

- Description of the method used for the Test at Goulston Technologies (ASTM D2257) 

(Contact: Nikki Brooks-Technical Director (704) 296-6030) 

 

 

We appreciate to considerate the presented information attached as “CONFIDENTIAL”; 

and we are able to be contacted at the below phone number or email address. 

 

  

Sincerely, 

 

 

 

Jorge Salazar 

Director 

CS Central America, S.A. de C.V. 

Phone: +503 2304-2400 / +503 2304-2440 

Mobile: +503 7874-5797 

Email: jorge@cscentralamerica.com 
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“ATTACHMENTS – CONFIDENTIAL” 


